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TESTING  REPORT

QINGDAO STARCO CHEMICAL CO.,LTD..Principal Name:                    

Principal Address:                ROOM 1109,CENTURY MANSION, NO.39 DONGHAI WEST ROAD,

SHINAN DISTRICT,QINGDAO,266071 CHINA.
Declared Sample Name:                

Sample Condition on Receipt:         

Sample Received Date:                

In accordance with instructions received from applicant, we prepared and carried out required test on the sample. The 
analysis results reported as refer to the next page(s)

PRILLED UREA.

2021-06-04

Particle, In plastic bag, One submitted sample (1.64kg).

Sample Testing Period:                2021-06-04 ~ 2021-06-08

/.Declared Sample Number:               

SGS-CSTC Standards Technical Services(Qingdao) Co.,Ltd

______________________________

Authorised Signatory

2021-06-08

WARNING: The sample(s) to which the findings recorded herein (the ''Findings'') relate was(were) drawn and / or provided by the Client or by 

a third party acting at the Client's direction.  The Company accepts no liability with regard to the origin or source from which the sample(s) 

is/are said to be extracted.The test report shall only be used for clients' scientific research, teaching, internal quality control, product research 

and development, etc... and just for internal reference.
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Standard No.

ISO 22241-2:2019(E)

ISO 22241-2:2019(E)

ISO 22241-2:2019(E)

Result

1

0.73

0.7

<0.5

Unit

%

mg/kg

mg/kg

Test Items

Biuret

Aldehyde(as HCHO)

Na

******The end******


